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ABSTRACT: In this work, the geometric and electronic
structure of N species in N-doped carbon nanotubes
(NCNTs) is derived by X-ray photoemission (XPS) and
absorption spectroscopy (NEXAFS) of the N 1s core
excitation. Substitutional N species in pyridine-like conﬁguration and another form of N with higher thermal stability are
found in NCNTs. The structural conﬁguration of the high
thermally stable N species, in the literature often referred to as
graphitic N, is assessed in this work by a combined theoretical
and experimental study as a 3-fold substitutional N species in
an NCNT basic structural unit (BSU). Furthermore, the nature
of the interaction of those N species with a Pd metal center
immobilized onto NCNTs is of σ-type donation from the ﬁlled
π-orbital of the N atom to the empty d-orbital of the Pd atom and a π back-donation from the ﬁlled Pd atomic d-orbital to the π*
antibonding orbital of the N atom. We have found that the interaction of pyridine N with Pd is characterized by a charge transfer
typical of a covalent chemical bond with partial ionic character, consistent with the chemical shift observed in the Pd 3d core level
of divalent Pd. Graphitic N sites interact with Pd by a covalent bond without any charge redistribution. In this case, the electronic
state of the Pd corresponds to metallic Pd nanoparticles electronically modiﬁed by the interaction with the support. The catalytic
reactivity of these samples in hydrogenation, CO oxidation, and oxygen reduction reaction (ORR) allowed clarifying some
aspects of the metal carbon support interaction in catalysis.
KEYWORDS: NCNT, ORR, metal−support interaction, NEXAFS, graphitic N, DFT

■

INTRODUCTION
The introduction of speciﬁc functional groups with electron
acceptor or donor character at the periphery of conjugated
polycyclic carbon structures enables tailoring their chemical
properties1−4 as well as electronic properties,5 providing a
multitude of design possibilities. Among all, N-doped nanocarbon is the preferred choice in the ﬁeld of catalysis and
electrocatalysis. In fuel-cells,6,7 electrochemical CO2 reduction,8
liquid-phase selective oxidation catalysis,9 H2O2 direct synthesis,10 the common observation is the improved catalytic
activity, selectivity, and stability of metal nanoparticles
supported on N-doped nanocarbon with respect to the Nfree counterpart.
Furthermore, a very intriguing aspect of the N-doped
nanocarbon chemistry reported earlier by Boehm et al.11,12 is
that the substitutional N-functional groups at the periphery of
the carbon layer enable metal-free catalysis. More recently, Ncontaining nanocarbon has attracted much attention in
electrocatalysis due to the ability of N functional groups to
© 2015 American Chemical Society

modify the mechanism of the oxygen reduction reaction (ORR)
on C from a 2e− transfer to a 4e− transfer mechanism.6,7
A variety of N chemical conﬁgurations are possible in
graphite-like materials; among these, there is a general
observation that the substitutional N species are beneﬁcial.
This includes N species whose chemical properties diﬀer
substantially,13 such as pyridine-like N, pyrrole-like N, and
quaternary or graphitic N.14 Pyridine N is a 2-fold coordinated
N at the edge or in vacancies of the graphitic domains
contributing to the π system with one p-electron. The lone pair
of the N atom determines the basic character. Pyrrole is a 3-fold
coordinated N atom in a pentagonal ring. Substituted in
graphene, pyrrole is an electron localizer behaving as 2-position
nucleophile. The structure of graphitic N is still matter of
debate. Theoretical studies describe this species as a 3-fold
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Table 1. Chemical−Physical Properties
Pd (wt %)
samples
NCNT
HT1000NCNT
HT1300NCNT
Pd1%NCNT
Pd1%HT1000NCNT
Pd0.3%HT1300NCNT

bulk

a

0.9 ± 0.1
0.8 ± 0.2
0.2 ± 0.1

N (wt %)

surf

b

2.45
2.11
2.07

bulk

a

5.7 ± 0.2
2.4c
0.7c
5.9 ± 0.5
3.6 ± 0.5
1.7 ± 0.4

BET
b

a

b

50% burn oﬀ

surf

M wt %

surf

°C

ASAd (m2/g)

D (%)/dp (nm)

5.7
3.1
0.7
6.4
2.3
0.8

7.3 ± 0.2
6.4 ± 1
6.4 ± 0.2
8.3 ± 0.3
7.3 ± 0.9
8 ± 0.3

196
178
206
-

380
400
640
-

nd
0.97
0.35

nd
22/5.2
26/4.2

a

Bulk composition of M (Mn, Co, Si, Al) determined by EDX analysis on low magniﬁcation SEM images. bSurface composition determined by XPS
assuming homogeneous model distribution (uncertainty in quantitative analysis by this method is of 10%−20%).45 cEELS quantiﬁcation. dActive
surface area (ASA), dispersion (D), and average particle size (dp) determined by CO chemisorption. The notation “nd” indicates an experiment
which did not produce measurable CO chemisorption.

analogy to Pd(0) and Pd(II) organometallic complexes.38,39
HRTEM studies have evidenced that the nanoparticles wetting
at the NCNTs surface resents of the strength of the metal
support interactions and inﬂuences the particle morphology.
“Raft-like” nanostructured metal coexists with spherical
particles in systems such as Pd/NCNTs catalyst.9,10 The
doping of CNT with N enables an electronic modiﬁcation of
the immobilized Pd that determines the reactivity proﬁle in the
direct H2O2 synthesis. In fact, only a small portion of metal
nanoparticles is stabilized at longer reaction times, while most
of the nanoparticles undergo morphological modiﬁcations,
which inﬂuences the catalytic performance negatively. This
indicates that only a minority of defective sites on the graphitic
support enables strong interactions.
Despite the growing literature on the application of NCNTs
for catalysis and electro-catalysis, understanding the role of the
N species is still phenomenological.17 Little attention was given
to rationalize the nature of the interaction at the metal/support
interface in terms of reactivity implications with few studies
available.37,40
Herein we discuss the implication of the Pd/N bonding state
on the reactivity of Pd nanoparticles on N-doped CNT toward
O and H in redox reaction for catalysis and electro-catalysis
with the aim to provide a broad overview on the reactivity of
these materials.
We report a NEXAFS and XPS study aimed to elucidate
bonding of N species in NCNT and the nature of the
coordination of Pd at the diﬀerent N sites. The nature of the
samples and their preparation was rationally chosen to induce
the desired chemical interaction between the metal center and
each type of N species and to observe them singularly. For this
purpose, the diﬀerent thermal stability of the N species have
been exploited to produce, via thermal annealing of NCNTs, a
set of samples with a diﬀerent population of N species,
subsequently used to immobilize Pd. Pd particle dispersion was
qualitatively studied by means of HRTEM and HAADF-STEM,
while CO chemisorption determined quantitative dispersion
and exposed metal surface area. Additionally, quantum chemical
calculations on local CNT sections were carried out to
determine electronic core excitations of substitutional nitrogen.
The catalytic systems studied are the liquid-phase hydrogenation of phenyl acetylene, the CO oxidation, and the ORR.
The study presented here provides relevant insights toward the
rational synthesis optimization of application-adapted N-doped
carbon nanostructures.

coordinated N atom replacing a C atom in a planar
conﬁguration.15 However, in virtue of its X-ray photoemission
spectroscopy N 1s core-level chemical shift, this species is also
ascribed to a positively charged tetrahedric N atom
intermolecularly interacting with anionic functional groups.16
The controversy originates from the fact that N substitution in
the BSU17 of graphene is not energetically favorable and out-ofplane deformation results in structure stabilization.18,19 The
diﬃculty of incorporating N into a carbon lattice is well
exempliﬁed by the search for the elusive C3N420,21 and the
discovery of the m-C3N422 where defects in a continuous lattice
of carbon accommodate N atoms.
The eﬀect of the presence of substitutional N doping was
studied in the literature theoretically and experimentally on
diﬀerent model systems: graphene, small single-wall nanotubes,18,23 and amorphous carbon nitrides.19,24 The introduction of N induces localization of π states near the Fermi level
around the defective site with charge redistribution between the
N atom and the neighboring C atoms.24,25 The activation of O2
in ORR over N-doped nanocarbon is attributed to localized
electron-enriched N defective states.26,27 Recently, doping of
carbon with B was also shown to be a suitable alternative to
realize metal-free catalysts for ORR.28,29 Therefore, independently of the type of doping heteroatom, the induced
redistribution of charge with local depletion and accumulation
facilitates intermolecular charge transfer reactions with a
substrate molecule. In a conceptual study, it was found that
defects in graphene tend to localize charge near the missing
atom leading to the formation of radicals that gave rise to the
formulation of “spin catalysis”.30 Electron spin density
redistribution has been also reported to strongly aﬀect the
formation of intermediate molecules in ORR.31
N-defective sites are also involved in interaction with
immobilized metal nanoparticles.32 In this respect, the method
of the metal immobilization plays an important role. In fact, for
evaporated Pd and Pt,33−35 O-containing vacancies act as
nucleation centers for metal clusters through a weak interaction
which does not involve any covalent bonding but only charge
transfer at the interface. In contrast, the interaction of Pd with
oxidized carbon support prepared via impregnation occurs
through a covalent bond to C atoms neighboring O atoms.34,36
Zhou et al.37 predicted that Pt atoms decorate the B- or Ndoped carbon nanotubes surface through covalent bond with C
neighboring N and B atoms.
We have reported on the Pd- on N-doped carbon nanotubes
(NCNTs) system for several catalytic applications.9,10 The high
aﬃnity of Pd to form σ or π bonds with C, but also with Ncontaining ligands, leads to a large variety of chemical species in
2741
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EXPERIMENTAL SECTION
Synthesis of Pd-Containing Samples. In this work,
NCNTs provided by Bayer Technology Service were used.
Those NCNTs are obtained via catalytic chemical vapor
deposition (CCVD) of a N-containing C precursor41 using
spinel type Co−Mn mixed oxide catalyst42 studied and
developed further in the CarboScale project within the
Innovation Alliance Carbon Nanotube.43,44 In this successful
research, it was found that the incorporation of the active phase
(Co) directly into an oxide matrix containing Mn, from which
can also be easily extracted to sinter and to form the desired
metal nanoparticles at the temperature coinciding with the
CNT nucleation temperature, enables yield and homogeneity
in diameter and structure of the grown CNTs far greater than
those obtained with other catalysts. The TEM and SEM images
of the as-received NCNTs are reported in Figures S1 and S2.
They contain impurities from the CNT growing catalyst such
as Mn, Co, Al, and Mg accounting for the 8% in weight (Table
1).Those impurities are not immobilized on the NCNT surface,
but they are agglomerated apart from the nanotubes, which
appear in HRSEM images very clean and only few metal
particles occur to be encapsulated in the inner tube of the
NCNTs (Figure S2c,d).
In the present work, carried out also as part of the
CarboScale project, the pristine nanotubes were annealed at
1000 °C (HT1000NCNT) or 1300 °C (HT1300NCNT) in Ar
for 4 h to selectively remove pyridine N species and retain most
thermally stable N species. HRTEM images of the three
samples are reported in Figure S3. The complete characterization of the nanotubes including elemental analysis, BET
surface area and temperature of 50% burn oﬀ are reported in
Table 1. The BET surface area remains similar after the thermal
treatments of the NCNTs, but the annealing increases their
thermal stability as indicated by the increase of the temperature
of 50% burn oﬀ. The three NCNT carrier samples were used to
immobilize palladium via incipient wet impregnation method.
The NCNT, HT1000NCNT, and HT1300NCNT were
impregnated with an aqueous solution of Pd(NO3)2 (10 mL/
g cat). For this purpose, the required volume of a commercial
solution of Pd(NO3)2 (Sigma-Aldrich 8.5% Pd wt/wt) was
added to a 0.01 M HNO3 solution and dropwise added to the
NCNT. The metal loading was 1% (w/w) for NCNT and
HT1000NCNT and 0.3% (w/w) for the HT1300NCNT. The
slurry was then sonicated in a ultrasonic bath for 10 s, and
afterward, the solvent was evaporated slowly at room
temperature in air for 48 h. Thereafter, the samples containing
the metal precursor were oxidized in 5% O2 at 200 °C for 2 h
and reduced in 5% H2 at 200 °C for 2 h. Those samples are
referred to as Pd1%NCNT, Pd1%HT1000NCNT, and Pd0.3%
HT1300NCNT. The sample notation and the Pd loading of the
Pd catalysts as determined by EDX analysis are reported in
Table 1.
To evaluate the impact of the reactive atmosphere on the
electronic structure of the NCNT apart from the metal
coordination, a “blank” NCNT sample was prepared as well,
following the same recipe as for the PdNCNT sample, but
without the use of the metal precursor.
In addition, NCNT, HT1000NCNT, and HT1300NCNT
samples were impregnated with an aqueous solution of
Na2PdCl4 (10 mL/g cat). For this purpose Na2PdCl4 from
Aldrich (99,99% purity) was dissolved in diluted HCl (0.01M)
to obtain a catalyst with metal loading of 2 wt %/wt for NCNT

and HT1000NCNT and 1 wt %/wt for HT1300NCNT. Those
samples are referred to as PdCl2NCNT, PdCl2HT1000NCNT
and PdCl2HT1300NCNT.
Na2PdCl4 was chosen because in acidic media it allows the
favorable interaction between the resulting positive nitrogen
atoms on the NCNT and negative PdCl42− species in solution.
The slurry was then sonicated in an ultrasonic bath for 10 s, and
afterward, the solvent was evaporated slowly at room
temperature in air for 48 h. A Pd1%HT1300NCNT sample
was also prepared starting from PdCl 2 HT1300NCNT −
precursor by oxidation in 5% O2 at 200 °C and reduction in
5% H2 at 200 °C. Another “blank” HT1300NCNT sample was
prepared by impregnation with 0.01 M HCl to study the
interaction between nitrogen and Cl. Blank and precursorcontaining samples represent references to evaluate the
interaction at the N sites from a spectroscopic point of view.
A total of eight samples were prepared to investigate all possible
interactions (Pd/N, N/Cl, N/O, Pd2+/N).
The samples notation and the corresponding preparation
procedure are summarized in Table S1. Information about
experimental conditions of the catalytic tests and the
characterization techniques are reported in Supporting
Information.
Theoretical Details. Geometric properties and electronic
core excitations of substitutional nitrogen in the nitrogen
functionalized CNTs are examined theoretically by quantum
chemical calculations on local CNT sections. These include
ﬁnite CNT rings of diﬀerent width where dangling bonds at the
CNT ring edges are saturated by hydrogen. Nitrogen doping is
achieved by replacing central carbon atoms by nitrogen. As an
example, Figure 1 shows the geometric structure of the largest

Figure 1. Geometric structure of a carbon nanotube (11,0) section
functionalized by nitrogen and modeled by a N2C64H22 cluster, see
text. Atoms are shown by shaded balls of diﬀerent color and labeled
accordingly.

N-doped CNT(11,0) ring, N2C64H22, for which the numerical
results will be discussed below. The NCNT rings are geometry
optimized and corresponding equilibrium ground states are
determined within density-functional theory (DFT) using the
cluster code StoBe.46 In addition, nitrogen core ionized states
are calculated for N2C64H22 in its equilibrium geometry to yield
corresponding N 1s core ionization potentials (IP) in the
NCNT ring to be compared with experimental X-ray
photoemission (XPS) data. Further, core excited states are
evaluated to yield ﬁnal states for the N 1s core excitation
spectrum to be compared with experimental X-ray absorption
(NEXAFS) spectra. Here a diﬀerent basis set is used for the
core excited/ionized nitrogen center, IGLO-III type15 in order
2742
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to adequately describe inner shell relaxation eﬀects, see also ref
47. In all DFT calculations, the gradient corrected revised
Perdew−Burke−Ernzerhof (RPBE) exchange−correlation
functional48,49 is employed.
Starting from a C64H22 CNT ring in its equilibrium
geometry, the substitution of two central carbon atoms by
nitrogen, thus keeping inversion symmetry, see Figure 1, and
ﬁxing the peripheral saturator hydrogen atoms yields the
N2C64H22 NCNT ring. Here the carbon coordinates diﬀer very
slightly from those of the C64H22 CNT ring (variations below
0.01 Å), and the nitrogen center moves outside by only 0.02 to
0.05 Å from its initial carbon position. Thus, functionalization
by nitrogen does not lead to major structural changes due to
rehybridization, which is also found in test studies of doped
graphene ﬂakes.
The computation of a self-consistent N 1s core hole state of
the functionalized NCNT ring in its equilibrium geometry
yields a total energy Etot(NCNT; N 1 s−1), which can be
compared with that of the ground state, Etot(NCNT; GS),
where the diﬀerence deﬁnes the fully relaxed ionization
potential IPrlx(N 1s) of the N 1s electron according to
IPrlx (N1s) = Etot(NCNT; N1s−1) − Etot(NCNT; GS)

Figure 2. Magic-angle55 C 1s core excitation EELS spectra for NCNT
(red curve); HT1000NCNT (black curve); HT1300NCNT (blue
curve) and HOPG (orange); Insets: N 1s EELS spectra (black-border
inset) and detail of the π* resonance (blue-border inset).

the resonance when an heterogeneous chemical bond
conﬁguration is present as seen for all the NCNT samples.
Also the ﬁne structure above 290 eV, observed in graphite, is
not so well-deﬁned in the case of the NCNT as a consequence
of the higher disorder. Moreover, the Rydberg transition region
is more intense for all the carbon nanotubes samples in
comparison with HOPG indicating a higher amount of
functional groups. C 1s core excitation EELS spectra show
that the thermal treatment enhances the graphitic character.
This is observed as an increase of the π* resonance from
NCNT to HT1300NCNT while a decrease of the Rydberg
transition intensity from HT1000NCNT to HT1300NCNT
indicates the loss of functional group as also observed in the N
1s core excitation EELS spectra in the black inset of Figure 2.
The quantiﬁcation of the N abundance from the EELS
spectra was 3.8 atom % for NCNT, 2.4 atom % for
HT1000NCNT, and 0.7 atom % for HT1300NCNT. Increased
graphitic ordering of the graphitic layers is consistent with an
increase of the temperature of 50% burn oﬀ, which is very
pronounced upon annealing at 1300 °C, as summarized in
Table 1. The experimental C 1s core excitation NEXAFS
spectra presented in Figure 3 oﬀers additional information.
Beside the enhancement of the intensity of the π* resonance
(Figure 3), additional structures are observed in the spectra. A
prepeak to the π*resonance is observed and assigned56 to edge
states appearing at the zigzag edge of graphite. Furthermore,
the resonance at higher energy than the main π* resonance is
probably a localized high thermally stable CN bonding feature
(inset in Figure 3). The N 1s NEXAFS spectra of the NCNT,
HT1000NCNT, and HT1300NCNT samples in TEY are
shown in Figure 4. The spectra are characterized by three
resonances R1, R2, R3 between 399 and 402 eV, which are
caused by 1s → π* electronic transition for N atoms in N−C
bonds. The resonance due to 1s→ σ* transition is found above
408 eV (R4). The R1, R2, and R3 resonances occur at 398.8,
399.9, and 401.4 eV, respectively. The N 1s NEXAFS spectra
resemble those previously reported for CNx structures. The R1
resonance at 398.8 eV has been assigned to nitrogen atoms with
two carbon neighbors in pyridine-like environment; and the
resonance R3 at 401.4 eV to 3-fold nitrogen bonded to
carbon.57,58 The R2 resonance could be due to pyridine like
orbital splits. Additionally, the C−N single bond in aniline-like

(1)

which can be compared with experimental data from X-ray
photoemission.
Theoretical N 1s NEXAFS spectra of the NCNT are
computed by evaluating all core excited ﬁnal states with
corresponding transition energies and dipole transition matrix
elements within the transition potential approach50 in
combination with a double basis set technique.51 Transition
energies and matrix elements are then convoluted using
Gaussian broadening of varying width to simulate instrumental,
vibrational, and lifetime eﬀects. A full width at half-maximum
(fwhm) value of 0.9 eV is applied below the ionization
threshold while the broadening is increased linearly to 4 eV up
to 10 eV above threshold. The resulting theoretical excitation
spectrum is shifted rigidly to account for incomplete electronic
relaxation in the transition potential approach as well as for
relativistic eﬀects to arrive at the ﬁnal theoretical spectrum to be
compared with measured NEXAFS data, see below. For further
details of the method consult refs 50−54.

■

RESULTS AND DISCUSSION

Structural Characterization of the Supports. The C 1s
core excitation EELS spectra of pristine NCNT and annealed
HT1000NCNT and HT1300NCNT are (Figure 2) compared
to HOPG considered as reference for an sp2 hybridized carbon
structure without in-plane defects. The spectra have been
normalized to the σ* resonance for comparison after power-law
background subtraction. The C 1s core excitation spectrum of
the NCNT exhibits features typical for graphite-like material.
The π* resonance at around 285.6 eV and the σ* resonance at
around 292 eV, originates from the electron excitation from the
1s core level to the π* antibonding and σ* antibonding orbitals
of the CC bond (in the ring), respectively. The spectral
features between 286 and 290 eV are assigned to the Rydberg
transitions, which are C 1s-π* transition for CR bond where
R is a N, H, or O atom characteristic for functionalized
aromatic groups.56 Deviations from the structural order of
HOPG produces a decrease in the ratio of the π*/σ* signal.
Curvature of the graphene sheets produce also a shift of the π*
resonance to higher energy, which is observed as broadening of
2743
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Figure 5. Theoretical N 1s core excitation spectra for the N2C64H22
cluster representing a functionalized carbon nanotube (11,0) section,
see text. The vertical line at 405.0 eV indicates the computed
ionization threshold. The vertical lines of varying lengths corresponding to excitation probabilities denote the computed discrete excitation
energies.

Figure 3. TEY C 1s core excitation NEXAFS spectra for NCNT (red
curve); HT1000NCNT (black curve); HT1300NCNT (blue curve)
and HOPG (green); detail of the normalized π* resonance in the
inset.

the dipole selection rules, the ﬁnal state orbitals must contain N
2p character at the excitation center to yield ﬁnite transition
probability where 2pz-, 2px-, and 2py-type contributions can
occur. These can be distinguished in polarization-resolved
excitation spectra, which are shown at the bottom of Figure 5.
The spectrum labeled “π” pol. (dashed line) describes a
polarization-resolved spectrum for the polarization vector
perpendicular to the NCNT axis (i.e., perpendicular to the
nanotube wall). Here only excitations involving ﬁnal state
orbitals with admixtures of N 2p perpendicular to the wall
contribute to the spectrum and are found to dominate the lowenergy peak of the total spectrum. The corresponding orbitals
contain a nodal surface perpendicular to the wall which, in the
case of planar geometry, would correspond to π-type ﬁnal state
orbitals and is only slightly perturbed by the curvature of the
nanotube, hence the notation “π” pol. in Figure 5. On the other
hand, the spectrum labeled “σ“ pol. (hatched line) refers to a
polarization averaged spectrum for the photon beam direction
perpendicular to the NCNT axis. Here only excitations
involving ﬁnal state orbitals with admixtures of N 2p along
the nanotube wall contribute to the spectrum. They mediate
directed N−C coupling and dominate the high-energy peak of
the total spectrum. The corresponding orbitals characterize
bonding/antibonding along the nanotube wall which, in the
case of planar geometry, would correspond to σ-type ﬁnal state
orbitals, hence the notation “σ” pol. in Figure 5. Thus, the ﬁnal
state orbital analysis of the polarization-resolved excitation
spectra provides a clear distinction between the two major
peaks in the total spectrum, ∼π- at lower and ∼σ-type at higher
energy.
Figure 6 compares the experimental NEXAFS spectrum
obtained for the HT1300NCNT system with the theoretical
total N 1s core excitation spectrum of the functionalized carbon
nanotube (11,0) section where absolute energy scales without
adjustment have been used. Obviously, the two major peaks of
the theoretical spectrum suggest an explanation for the two
measured peaks at 401.5 eV (denoted R3) and 408.0 eV
(denoted R412,60−63) as ∼π- and ∼σ-type, respectively. The
experimental peak separation amounts to 6.3 eV, rather similar
to the theoretical value of 5.8 eV, and even better agreement
between theory and experiments can be reached by shifting the
theoretical spectrum by about 1.2 eV. The shift, which may be
due to electrostatic eﬀects and inﬂuence of the support in
experiment, is quite reasonable considering the approximate
description of the real nanotube system studied by experiment.

Figure 4. N 1s core excitation NEXAFS spectra for NCNT (red
curve); HT1000NCNT (black curve); HT1300NCNT (blue curve).
The spectra were collected in the total electron yield mode (TEY).

moieties or nitrile groups may contribute to the R2
resonance.58,59 As the temperature of annealing increases, the
nitrogen is driven out of the bonded matrix. In fact the thermal
treatment of the N-CNT at 1000 °C leads to a decrease in the
R1 resonance intensity associated with pyridine-like N. By
further heat treatment at 1300 °C, both R1 and R3 resonances
further decrease; however, resonance R3 is the dominant
species. This thermally stable N species is referred to in
literature as quaternary N or graphitic N.
The geometric property of this species is clariﬁed by the
electronic core excitation calculation here following. Figure 5
shows theoretical N 1s core excitation spectra of the
functionalized carbon nanotube (11,0) section. The topmost
spectrum (full line), labeled “Pol. intgr.” in the ﬁgure, gives the
total polarization-integrated spectrum. This spectrum is
dominated by two major peaks at 400.9 eV below and 406.3
eV above ionization threshold (405.0 eV, indicated by a vertical
line) with minor intensity structure in between. The core
excitations yielding the main peaks involve, apart from the N 1s
orbital, corresponding ﬁnal state orbitals, which can be
described by orbital analyses in the calculations. As a result of
2744
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treatment, which is dominated by the N4 components. A
correspondence between the N1 component in the N 1s XPS
and R1 in the N 1s NEXAFS among the samples exists, as well
as between the N4 in the XPS and R3 in the NEXAFS. The
HT1300NCNT shows no N1 component in the XPS while it
still contains N2; correspondingly the R2 resonance is also
observed, and therefore, the R2 resonance can be assigned to a
speciﬁc C−N functionality rather than to splitting of state for
the species related to the R1 resonance. The binding energy
diﬀerence is similar in the experimental N 1s XPS and N 1s
NEXAFS (Figure S5) in agreement with the building block
model of the 1s core-excitation proposed by Stöhr.65
The computation of the fully relaxed ionization potential
IPrlx(N 1s) of the N 1s electron in the functionalized NCNT
ring according to (1) yields a numerical value of 405.0 eV,
which refers to absolute ionization energy. In the XPS
experiments, see Figure 7, the energy scale of the diﬀerent
ionization peaks identiﬁed between 398 and 402 eV refers to
the Fermi energy rather than to absolute ionization energy.
Thus, for a comparison with the theoretical value, the
experimental IP peak values need to be corrected by adding
the work function of the CNT compound where a value of 4.68
eV is measured for HT1300NCNT, as described in the
experimental section in Supporting Information. This leads to
an absolute IP value of 404.88 and 405.68 eV for the peak
labeled N3 and N4, respectively, in Figure 7, which are very
close to the theoretical result, 405.0 eV. Thus, although the
theoretical treatment cannot clearly diﬀerentiate between N3
and N4, experiments suggest peak N4 to originate from
ionization of substitutional nitrogen in the CNT system.
Using tabulated theoretical photoelectron cross sections,66
the chemical abundance of N functional groups on the NCNT
surface was determined from XPS measurements and is
reported in Table 1. The overall N abundance is signiﬁcantly
decreased after the thermal treatment. This is consistent with
our previous study on the thermal stability of N species in
NCNT obtained via NH3 functionalization.14 However, it was
not possible to remove selectively and quantitatively one
singular species in order to obtain a pyridine-free sample
(HT1300NCNT). Thermal treatment reduced all N species
but the thermally most stable N4 species to a lesser extent. We
also studied the thermal stability of the N species in situ by
temperature-programmed desorption XPS from room temperature up to 700 °C. We found that the thermally desorbed
species was mainly the N2 species, while all the others are
thermally stable up to 700 °C. This behavior diﬀers from the
NCNT obtained via defect-mediated NH3 functionalization,
where in a similar experiment14 a dynamic interconversion and
desorption of the N species was observed with surface retention
of mainly the N4 species at temperature of 700 °C. An
explanation for this behavior is that the CCVD-growth NCNT
presents a carbon structure with a higher graphitic character
that host the N species, and this may have implication in the
thermal stability of the N species as well their tendency to
undergo surface rearrangement. The conversion of the N1
species into N4 is probably hindered by the higher rigidity of
the ordered graphitic structure or by the localization of the N1
species in a defective site where the further linkage with a C
dangling bond is not accessible.
Structural Characterization of the Pd-Containing
Samples. HAADF-STEM image and bright-ﬁeld HRTEM
image of the sample Pd1%NCNT of exactly the same area are
shown in Figure S6. The HAADF-STEM shows a NCNT with

Figure 6. Comparison of the experimental N K-edge NEXAFS
spectrum for the HT1300NCNT system (upper curve) with the
theoretical N 1s core excitation spectrum of a functionalized carbon
nanotube (11,0) section (lower curve, see Figure 5). The vertical line
at 405.0 eV indicates the computed ionization threshold.

Further, the experimental spectrum shows a smaller peak
structure (denoted R1, R2), which does not appear in the
theoretical spectrum. This can be explained by the fact that in
the experiment diﬀerent types of nitrogen have been identiﬁed,
for example, by XPS (Figure 7), which are not accounted for by

Figure 7. N 1s core-level spectra for (a) NCNT; (b) HT1000NCNT;
(c) HT1300NCNT.

the model calculations focusing only on substitutional nitrogen.
On the other hand, the small peak structure between the two
major peaks in the theoretical spectrum, which is missing in the
experimental spectrum, may also be a consequence of the
approximate nature of our model. The N 1s core level XP
spectra of NCNT are presented in Figure 7 together with their
species decomposition. The spectra are characterized by ﬁve
diﬀerent components:64 the ﬁrst peak at 398.5 eV refers to the
pyridine-like N atoms (N1); the second peak at 399.2 eV (N2)
is NH bonds in low thermally stable N species such as amide
and amine. This component is present in small amount on the
fresh NCNT. The third peak (N3) at 400.2 eV refers to N
atoms in pyrrole-like conﬁguration. The fourth component at
around 401 eV (labeled as N4) is usually referred to any form
of quaternary nitrogen (N4) including substitutional nitrogen
and quaternary N due to intra or intermolecular hydrogen bond
with pyridine or aniline functions. Furthermore, a peak with a
binding energy shift of 402−403 eV is assigned to pyridine
oxide (N5).
The thermally annealed HT1000NCNT and HT1300NCNT
reveal a modiﬁed distribution of N species after the thermal
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removal of the N species by the thermal treatment has reduced
considerably the immobilization capacity of the support, leading
to an overload of the anchoring sites if the same 1% Pd loading
is used as in the case of the NCNTs. However, the average
particle size visibly increases also for the Pd on HT1300NCNT
(4.2 nm) for which the Pd loading was kept very low (0.3%)
with the aim to exclusively immobilize Pd on the N sites.
Moreover, the exposed metallic surface area, as determined by
CO chemisorption, scales with the Pd loading for the Pd1%
HT1000NCNT and Pd0.3%HT1300NCNT and is 0.97 m2/g
and 0.35 m2/g, respectively (Table 1). This suggests that the Pd
chemical state and the resulting particle size are aﬀected also by
the nature of the N species and the graphitic structure
surrounding the N site. Figure 10 shows the ﬁtted Pd 3d core

highly dispersed Pd clusters immobilized on the surface. The
highly dispersed Pd clusters are diﬃcult to distinguish from the
contrast of the carbon support in HRTEM mode, and only the
largest crystalline Pd particles are clearly visible (as for example
those in the red cycle). For a comparative analysis of the Pdbased samples, we focus on the qualitative characterization by
HAADF-STEM and quantitative CO chemisorption.
Figure 8 compares the HAADF-STEM images for
PdCl2NCNT catalysts (a) and the reduced Pd catalysts Pd1%

Figure 8. HAADF-STEM image for the sample PdCl2NCNT (a) and
Pd1%NCNT (b).

NCNT. A higher dispersion of Pd clusters is observed on the
PdCl2-containing samples than on the reduced Pd catalysts.
This is always the case for the Pd-complex-containing samples
synthesized in this work. The sensitivity of the contrast in
HAADF-STEM to atomic number (Z) allows drawing some
conclusions about the Pd chemical state.40
When Pd is atomically dispersed or clustered in a rather
disordered arrangement, the contrast is weak and quite diﬀuse
as in the case of the PdCl2-containing samples; for crystalline
Pd nanoparticles, the contrast is stronger due to the cubic closepacked manner of the metallic structure. Those particles are
also observable by TEM (Figure S6).
With respect to the Pd1%NCNT (Figure 8b), after the
reduction treatment, the average particle size of Pd on the
annealed HT1000NCNT and HT1300NCNT (Figure 9)

Figure 10. Pd 3d core level spectra at 600 eV KE for the reduced Pd
on the diﬀerent NCNT samples.

level spectra for the Pd nanoparticles on the as-received and
annealed NCNT sample. The ﬁtting of the Pd 3d was
previously described in ref 10, and we brieﬂy recall here the
peak assignment. Four components are considered: Pd1 at BE
335 eV; Pd2 with BE in the range 335.55−335.7 eV; Pd3 at
336.9 eV; and Pd4 at 337.8 eV. The relative abundance of those
species is summarized in Table 2. The most abundant
Table 2. Relative Abundance (%) of the Components in the
Pd 3d Spectraa
component/BE (eV)
Pd1

Pd2

Pd3

Pd4

335

335.5

336.7

337.9

sample

Pd°

Pd°_NP

Pdδ+_NP

Pd2+

Pd1%NCNT
Pd1%HT1000NCNT
Pd0.3%HT1300NCNT

0
21
0

26
40
74

18
17
17

56
22
9

Figure 9. HAADF-STEM image for the sample Pd1%HT1000NCNT
(a) and Pd0.3%HT1300NCNT (b).

a

increases more signiﬁcantly, and the particles are loosely
decorating the carbon support. This is also consistently found
by CO chemisorption measurements (Table 1). In particular, it
was not possible to determine any CO chemisorption on the
Pd1%NCNT sample (at the measurements condition used in
this study), probably due to the ionic chemical state of the Pd
species in this sample. For the Pd1%HT1000NCNT, an
average particle size of 5.2 nm is found. This indicates that the

component for the Pd1%NCNT is the Pd4 component,
which was attributed to a divalent Pd species.10 Consistently,
we observe that, regardless the nature of the support, the
samples impregnated with the divalent PdCl2 complex present
mainly the Pd3 and Pd4 components (see as example Figure
11a for PdCl2NCNT), indicating an analogous electronic
conﬁguration of Pd in the Pd1%NCNT (Figure 10). Note that
this sample was obtained by a sequential thermal treatment in
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species can be seen as a consequence of the mobility of the Pd
nanoparticles during reduction such that some of the
underlying N1 species at which the Pd3 and Pd4 were
coordinated can become surface exposed. Interestingly, on the
HAADF-STEM investigation of Pd0.3%HT1300NCNT (Figure 9b), extreme particle overgrowth (Pd1) was not observed,
and in fact, the Pd2 component is the most abundant species in
the Pd 3d spectrum (Figure 10). Considering that this support
is characterized by substitutional N in 3-fold coordination,
described in Figure 1, one can assume that the stabilization of
Pd2 components occur at these sites. In principle, hydrogenation of the carbon support through activated hydrogen
from the Pd particles preferentially attacks the N4 sites due to
the charge localization. In this way, the Pd mobilizes itself
gradually, and particle growth is the consequence. Only those
Pd species that are unable to activate hydrogen by hydride
formation68−70 are safe against this self-destruction of the
anchoring sites. Small particles with a shifted d-band due to
strain or stable modiﬁcation by subsurface compound71−74
formation are the long-term stable species.
Study of the N−Pd Interaction by N 1s NEXAFS. Extramolecular interactions involving the N site can be evaluated by
NEXAFS spectroscopy. Stöhr65 has described the C 1s core
excitation of unsaturated organic molecule chemisorbed on a
metal surface. The bonding of unsaturated molecule and a
transition metal involves a σ bond formation from the donation
of a ﬁlled π bonding molecular orbital from the molecule to the
empty dσ orbital of the metal and the π back-donation from
ﬁlled dπ orbital of the metal to the empty π* antibonding MO
of the molecule. This treatment can be extended to the case of
NCNTs considered as macromolecule with localized functional
groups5 acting as chemisorption sites for metal. In this case, the
σ carbon−metal bonds involve a lone pair (Lewis base donors)
and a π hybridized orbital of the support with electron transfer
from the support to the metal. The extra-molecular interactions
can range from weak to comparable to intramolecular bond
strength. This produces modiﬁcations in the intensity as well as
the width of the NEXAFS resonances. In Figure S7, the N 1s
core excitation spectrum of blank NCNT support is compared
to those of the carbon support after Pd immobilization. The
blank NCNT was prepared to better evaluate the participation
of Pd in interactions with the N functional groups and exclude
the participation of other atoms (Blue curve in Figure S7). As
consequence of the Pd immobilization, we observe a reduction
of the intensity of the resonance R1 assigned to pyridine-like N
species. This intensity drop upon complex formation indicates a
reduction of unoccupied states in the pyridine orbitals. That is,
a metal−support π back-bonding interaction aﬀects the N
1σ−π* transition. Thus, the lone pair orbital of the pyridinelike N forms a σ donor stabilized by back-bonding of metal dπpπ orbitals with the N π* antibonding orbitals. The increase of
the bond strength will increase the metal dπ-pπ contribution to
the π* orbital, and as consequence, the π* resonance intensity
will decrease. A close inspection reveals a shoulder to the lower
photon energy side (Figure 12) of the π* resonance for all the
Pd-containing samples. This can be interpreted in two diﬀerent
ways: increase of the resonance broadening or shift of the
resonance position. Both interpretations indicate charge
localization on the N atom and a charge transfer between
donor/acceptor sites upon complex formation.
Metal valence electrons may mix with the π* states of the N
atom in the carbon support if a strong bonding results between
support and Pd. Therefore, the excited electron at the nitrogen

Figure 11. Core level spectra at 600 eV KE for the sample
PdCl2NCNT during in situ reduction (a) Pd 3d and (b) N 1s.

O2 and H2 at 200 °C of the Pd(NO3)2 precursor immobilized
on the NCNTs.
Diﬀerently, the calcination and subsequent reduction of the
Pd(NO3)2 precursor induce for the Pd1%HT1000NCNT and
Pd0.3%HT1300NCNT the relative distribution of Pd species to
change with an increase of the amount of Pd2 species in the Pd
3d spectra.
The Pd2 components are indeed attributed to electronically
modiﬁed metallic Pd nanoparticles by the interaction at the
carbon support. Those occur in the HAADF-STEM as
nanoparticles of 2−5 nm in diameter. Accordingly to our
previous study10, the Pd3 is possibly located on the surface
region of these nanoparticles (Pd2 components) and carries a
partial positive charge caused by the intercalation of O or C in
and underneath the particle surface.67 The adsorption of Cl
produces in fact also this shift (not shown). The diﬀerent
intensity ratio Pd3/Pd2 found for the diﬀerent catalysts account
for the diﬀerent geometry of the nanoparticles (Pd2). The Pd1
is assigned to bulk-like metallic palladium. Pd1 species accounts
for the very big particles present on the Pd1%HT1000NCNT
annealed sample (≅ 10 nm nanoparticle in Figure 9a): those
are formed if the Pd precursor weakly interact at the C surface
leading to sintering during the calcination and reduction
treatment. The divalent Pd species (Pd4) occur on the NCNT
as atomically dispersed Pd (see Figure S6b) at the functional
groups of the carbon surface or as oxo-hydroxo Pd clusters.
Those species are more abundant when Lewis basic sites in the
form of pyridine N species are present, which indicates that the
coordination at these sites lowers their reducibility at the
reduction condition used.
The reduction of the catalyst precursor PdCl2NCNT was
studied in situ by photoemission spectroscopy in UHV up to
300 °C and reported here in Figure 11. Most of the species Pd4
and Pd3, which in this case correspond to the complex
precursor (Pd bound to diﬀerent ligands such as Cl, N, O),
undergo a transformation to a Pd2 component assigned to
metal nanoparticles upon reduction when approaching 300 °C.
The in situ annealing produces also a modiﬁcation of the N 1s
species: the N2 and the N3 components decrease due to the
annealing while the N1 components increases such as the N 1s
line-shape is now similar to the starting NCNT. The N 1s data
show that N−H group (N2 species) decreases, indicating H
spillover by the small metallic nanoparticles Pd2 formed under
the reductive atmosphere from the metal ionic species Pd4 and
Pd3. Additionally the increase of the relative amount of N1
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Figure 12. Experimental TEY N 1s core excitation NEXAFS spectra in
the R1 resonance for NCNT-based samples (normalization to the R1
resonance at 398.8 eV).

Figure 13. Experimental N 1s core excitation NEXAFS spectra for
HT1300NCNT-based samples; detail of the R3 resonance at 401.4 eV
(inset). The spectra were recorded in the Auger yield detection mode
(AEY) and normalized to the edge jump.

Therefore, a covalent bond between the hybridized π orbitals
of the N atoms and the dπ-pπ orbitals of the Pd atom occurs
without perturbation of the charge density. The decrease of the
R3 intensity, more pronounced for the reduced sample is due
to a change in hybridization of the π* states which assume
more σ character. The sketch reported in Figure 14 clariﬁes the

can decay into the metal conduction band, and the reduced
lifetime of the excited state leads to broadening of the
resonance. This implies a ﬁnal state relaxation process typical of
bond conﬁgurations of charged systems.
In contrast to XPS, the π* resonance position in NEXAFS is
rather insensitive to extra-molecular interaction, and the
transition energy is not aﬀected by the relaxation shift from
extra-molecular interaction. The reason being that the atom
remains neutral in the excitation process and the core-hole is
shielded by the excited electron in the π* orbital. If the
shoulder seen in the Pd-containing samples is due to a shift of
the 1s-π* resonance, initial state eﬀects are involved that shift
the position of the N 1s core level. This would be caused by a
variation of the charge localized on the N atoms. The direction
of the shift is indicative of the charge localized on the N: more
negative charge produces a shift to lower energy.75 This agrees
with the shift of the Pt L edge to higher photon energy
reported in literature for Pt nanoparticles on graphene oxide.40
The in situ reduced sample (red spectrum) shows a more
pronounced broadening of the R1 resonance that can be
interpreted also as a shift of the R1 π* resonance to the higher
energy side. This treatment produces the in situ formation of
the Pd2 component (Figure 11). Accordingly, the interaction
between the N-pyridine species and the Pd2 species (Pd
nanoparticle) also occurs inducing charge depletion on the N
atoms. This change of the charge transfer direction is expected
during the catalytic reaction boosted by the reactive
atmosphere and it explains observed dynamics in reactivity.
The σ* resonance remains in the same position; the reason is
that the ﬁnal state is suﬃciently localized to be self-screened.
This implies that also the bond distance is not modiﬁed.
The impact of the Pd coordination at the 3-fold coordinated
N was evaluated by analyzing the variation of the R3 resonance
of the N 1s core excitation NEXAFS spectra for the
HT1300NCNT samples series reported in Figure 13. These
samples were chosen as they are mainly containing the species
responsible for the R3 resonance. It can be observed that the
intensity of the R3 resonance decreases for the Pd-containing
samples. This is the case for the PdCl2HT1300NCNT, for the
Pd1%HT1300NCNT and for the Pd0.3%HT1300NCNT.
Especially, the reduced samples show overlapping spectra.
The HClHT1300NCNT shows only partial reduction of the R3
intensity if compared to the Pd samples. However, diﬀerently
from the R1 resonance, the R3 resonance maintains similar
broadening.

Figure 14. σ-bond between an empty metal d-orbital (negative lobe in
blue and positive lobe in red) and a ﬁlled π-orbital (negative lobe in
pale blue and positive lobe in purple) from the support (on the left);
π-backbond between ﬁlled metal d-orbital and empty π*-antibonding
orbital of the support (on the right).

bonding situation resembling the so-called Blyholder moldel.76
In summary, upon impregnation at acid pH, the electrostatic
interaction between the positively charged (protonated) N
species and the metal complexes in solution (probably
[Pdx(NO3)2x + 1]− complexes77) occurs ﬁrst. If the loading is
kept low enough (1 wt %/wt of Pd vs N 5 wt %/wt as
determined by EDX in the case of the Pd1%NCNT) single
metal coordination at the N site may prevail on the
condensation of the Pd complexes. Upon reduction at 200
°C, the metal oxide species formed in the previous oxidation
step might undergoes reduction and clustering. This occurs
through hydrogenation of the chemical bond of Pd at the
anchoring sites, which mobilize the Pd atoms toward the
formation of bigger particles. We found that the pyridine-like
species on the NCNT (Pd1%NCNT sample) is mainly
involved in the immobilization of ionic atomically dispersed
Pd and nanoclusters of oxo-hydroxo species (Pd4).
If the loading of the metal precursor is higher than a
threshold value dictated by the population of N species, see
case of annealed NCNT, we observe an increase of the Pd
nanoparticles component Pd2 as well as the bulk-like Pd
component, Pd1. In the case of HT1300NCNT, though the
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Table 3. Catalytic Results for Selective Hydrogenation of Phenyl Acetylene to Styrenea
initial activity [molSty]/ (h*gPd)]
initial activity [molSty]/ (h*m2)]a
SSty (XPhenAc∼10%) [%]
SSty (XPhenAc ≥ 99%) [%]
a

Pd1%NCNT

Pd1%HT1000NCNT

Pd0.3%HT1300NCNT

5.1
n.d.
91.5
n.d.

173.9
1.8
95.5
87.0

65.9
0. 6
95.5
74.0

Pd Surface area determined by CO chemisorption.

higher amount of Pd1 (bulk-like Pd nanoparticles) with respect
to Pd2 (electronically modiﬁed Pd nanoparticles by the
interaction at the carbon surface) in this material (Table 2).
These results support the observations in ref 81 that a strong
electronic modiﬁcation of Pd indeed signiﬁcantly lowers the
activity but does not increase selectivity. High selectivity to
alkenes is hardly achieved at high alkyne conversions by solely
electronic modiﬁcation via carbon metal support interaction but
are rather obtained by a well-directed site-blocking of
unselective sites (e.g., with heavy metals like in the case for
Lindlar’s catalyst).82 For the selective hydrogenation of alkynes,
the concept of N stabilization of unprotected nanoparticles
obtained via impregnation seems to be inadequate at the mild
hydrogenation condition used.
CO Oxidation. The catalytic activity of the Pd samples in the
CO oxidation at atmospheric pressure is reported in Figure 15.
Without any pretreatments, the samples were exposed to a
CO/O2/He mixture (2:1:97), and repetitive heating/cooling
cycles were performed. In general, the heating cycles in Figure
15 follow conversion versus temperature proﬁles that are

loading was kept very low (0.3%), we observe the formation of
mainly the Pd2 component related to metallic Pd nanoparticles
electronically modiﬁed by the interaction at the C surface. We
found that the 3-fold substitutional N is involved in covalent
bond with the Pd, and we concluded that those are the small
metallic Pd nanoparticles electronically modiﬁed by the
interaction with the support (Pd2). We consider this situation
as of particular relevance for sustained catalytic action and recall
that the combination of microscopy and spectroscopy has
provided us with a lead structure for future optimization of the
notoriously unstable Pd-carbon catalyst family.
Catalytic Performance of NCNT-Based Samples. We
expect that the modulation of the metal−support interactions
has a relevant eﬀect on the resulting catalytic activity, and thus,
we evaluate the catalytic behavior of Pd nanoparticles
immobilized on NCNT containing diﬀerent N species. We
study the behavior of these catalysts for hydrogenation and
oxidation reaction. In particular, the reactions of interest are the
liquid-phase selective hydrogenation of phenyl acetylene to
styrene, the CO oxidation, and ORR in alkaline media.
Hydrogenation of Phenyl Acetylene. The catalytic properties of transition metals like Pd strongly depend on its
electronic structure,73 which modiﬁes the adsorption strength
of alkynes and alkenes. In the present batch experiments,
phenyl acetylene is primarily hydrogenated to styrene, and the
tested catalysts (Table 3) show a relatively high selectivity of
>90% at low conversions of phenyl acetylene. The undesired
side-reaction, the hydrogenation of styrene to ethyl-benzene,
becomes dominant at high or full conversion. The high
selectivities to the alkene of Pd catalysts (i.e., a suppressed ethyl
benzene formation) are achieved due to the presence of a
subsurface Pd−C phase, which is formed by an initial rapid
dehydrogenation of alkynes and diﬀusion of C into Pd.39,72,78
The observed sudden decrease of phenyl acetylene consumption and styrene formation at the beginning of the
reaction (for Pd1%HT1000NCNT see Figure S8) is accompanied by a sudden decrease in the carbon balance, indicating
the formation of subsurface Pd−C and carbonaceous deposits.
The Pd−C phase decomposes if the chemical potential of the
alkyne is too low compared to the potential of hydrogen,78 and,
hence, the tested catalysts lose their selectivity at high
conversion, which is often observed with metallic Pd
catalysts.79,80 Interestingly, the Pd1%NCNT sample is much
less active than the Pd1%HT1000NCNT and the Pd0.3%
HT1300NCNT catalysts. The Pd3 and Pd4 species are
apparently rather inactive for alkyne hydrogenation. Pd4,
representing a strongly N-bound Pd2+ species, was shown to
be unable to signiﬁcantly activate hydrogen for self-hydrogenation. In this way, it can be seen that stable Pd nanoparticles
that do not self-hydrogenate the carbon support are also poorly
active in hydrogenation of even a highly activated C−C triple
bond.
The ∼3 times higher activity of Pd1%HT1000NCNT
compared to Pd0.3%HT1300NCNT can be explained by the

Figure 15. Light-oﬀ measurement of CO oxidation. Vertical dashed
lines represent the respective T50 temperatures.
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expected for a Langmuir−Hinshelwood-mechanism, which is
well-known to occur on Pd in CO oxidation.83,84 Pd1%NCNT
shows surprising behavior, because in the second heating cycle,
a much higher CO conversion is observed compared to the ﬁrst
heating cycle. Looking at the Pd 3d spectrum in Figure 10
(top), this phenomenon can be explained by reduction of the
majority of Pd2+ species (Pd4) in the CO-containing feed.
Thus, the second heating cycle shows higher conversion
because more reduced Pd species are now present. These
results clearly are in line with the results obtained in the
semihydrogenation of phenyl acetylene (cf. Table 3), which
also showed very low initial activity on Pd1%NCNT. The
reduction of Pd1%NCNT during the ﬁrst heating cycle
becomes even more rational when comparing the second
cycle to the ﬁrst cycle of Pd1%HT1000NCNT, because they
are very similar, showing both a T50 temperature (=
temperature at 50% conversion) of around 485 K. Pd1%
HT1000NCNT showed a much higher ratio of reduced Pd
species in XPS, hence it can be concluded that the Pd state
present on Pd1%NCNT is approaching in the second CO
oxidation cycle the state of Pd1%HT1000NCNT. However,
Pd1%HT1000NCNT is apparently not very stable in this
reaction, as indicated by the strong deactivation with increasing
cycle number. Reasons for deactivation can be manifold: we
suppose sintering to be one of the main reasons. With respect
to the level of accuracy of the analyzer, all formed CO2
originates from CO, and therefore, no signiﬁcant burning of
the NCNTs takes place. The conversion of Pd0.3%
HT1300NCNT in the ﬁrst cycle is lower compared to Pd1%
HT1000NCNT. This can be simply explained by the lower Pd
loading and lower exposed metallic surface area, considering
that the same amount of catalyst was used for each sample.
Nevertheless, Pd0.3%HT1300NCNT shows only slight deactivation, which is indicated by the T50 temperatures that
increased by only ca. 5 K with increasing heating cycle number.
A reason for the better stability is the strong interaction of the
Pd2 nanoparticles at the N sites in Pd0.3%HT1300NCNT. The
reactivity is indeed correlated to the electronic state of the Pd
induced by the support. On Pt(110) in CO oxidation, Ertl85
found that the oxygen coverage is proportional to a change of
the work function, which is directly related to an increase in
CO2 formation. Hence, here one could suspect that the strong
deactivation processes in Pd1%HT1000NCNT is related to
diﬀusion of oxygen into the subsurface, which lowers the work
function and thus the CO2 formation; this process is probably
reduced for the electronically modiﬁed Pd2 species of the
Pd0.3%HT1300NCNT, which are surface saturated by O
impurities (Pd3 in Figure 10).
ORR. Cyclic voltammetry (CV) was used to study the
electrochemical behavior of the NCNT samples and the Pd
supported on NCNT samples in N2-saturated solution and O2saturated solutions (Figure S9a,b). Owing to the very low metal
loading, under N2-saturated solution, the CV proﬁles for all the
samples are dominated by the capacitance behavior of the C
support. We observe that the annealing of the NCNTs reduces
the capacitance, and in contrary, the addition of the Pd to the
NCNT enhances the capacitance. This is not the case for the
Pd0.3%HT1300NCNT, which show similar trend as the bare
support indicating higher hydrophobic character. Under O2saturated solution, ORR is observed in the CV of Figure S9b
and in the rotating disk linear voltammetry (LV) of Figure 16.
The ORR for all NCNTs is under diﬀusion control for
potentials below 0.65 V, but is under kinetic control for the

Figure 16. Linear sweep voltammogram in O2-saturated KOH 0.1 M
(scan rate 10 mV/s and 1600 rpm); Tafel plot relative to the
kinetically controlled region (inset). The 1st slope is at the highest
potential region and 2nd slope is at lower potential region.

potential region between 0.65 and 0.8 V. The ORR onset
potential and half-wave potentials are summarized in Table4.
The metal-free NCNT shows quite interesting catalytic activity
for ORR with an onset potential at 0.86 V and a half wave
potential of 0.69 V. The onset potential is slightly lower than
the value reported for NCNT by Zhao et al.6 The current
density in the kinetically controlled region is an important
kinetic parameter representing the electrochemical reaction
rate. At a given potential, higher current density implies higher
catalytic activity. Additionally, it is also desirable to have the
onset potential of oxygen reduction as close as possible to the
reversible electrode potential (thermodynamic electrode
potential). A shift from this value represents the overpotential.
Because the NCNT is active for ORR, initially we took
particular care to evaluate the inﬂuence of the impurities on the
electrocatalytic performance. For this reason, not-cleaned
carbon supports were compared with the puriﬁed ones (Figure
S10). As we could not observe signiﬁcant changes in the
electrochemical behavior after cleaning, the systematic analysis
of the catalytic performance focuses on the not-cleaned support
used throughout the rest of this study. The annealing treatment
at 1300 °C of the NCNT (HT1300NCNT sample) aﬀects the
catalytic performance in the ORR. In particular, the onset
potential shifts 20 mV to lower value but the limiting current
density increases substantially to 5.2 mA/cm2. Therefore, the
thermal desorption of most of the N species in pyridine-like
structure does not compromise the activity of the NCNT for
ORR. This suggests that the most thermally stable N species
plays the dominant role in the electrocatalytic properties. Liu et
al.86 studied the ORR in alkaline media for nitrogen-doped
ordered mesoporous graphitic array and showed that by
increasing the temperature of pyrolysis of the organic precursor,
the onset potential as well as the current density increased
substantially.
These results are in agreement with the work of Lai et al.87,
in which graphitic N species formed at higher temperature
played the most important role in ORR activity. This is also in
agreement with the enhancement of oxidation catalytic activity
of N-doped active carbons observed much earlier.12,60
The immobilization of 1 wt % of Pd on the NCNT (Pd1%
NCNT) leads to shift of the onset potential to 0.88 V and a
half-wave potential of 0.78 V. The enhancement of the ORR
may be attributed to the presence of Pd subnanometer clusters
coordinated at the N sites. The Pd nanoclusters can act as
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Table 4. Summary of Electrochemical Parameters
n e−

Tafel mV/dec
sample

onset ORR/V

HWP/V

ﬁrst

NCNT
HT1300NCNT
Pd1%NCNT
Pd0.3%HT1300NCNT

0.86
0.84
0.88
0.75

0.69
0.71
0.78
0.58

95
91
149
196

second

0.5 V

0.3 V

51
89

3.6
4.0
2.8
2.7

4.0
4.0
2.7
2.8

Table 5. Summary of Pd−N Species and Reactivity
species

bulk-Pd°

Pd°_NP

Pdδ+_NP

Pd2+

Pd components
interaction sites
nanoparticles size
hydrogenation reactivity
CO oxidation reactivity
ORR

Pd1
C
>10 nm
high
high
very low

Pd2
N4
2−5 nm
low
low
very low

Pd3
N4
surface site 2−5 nm
no
very low
-

Pd4
N1
atomically Pd
no
very low
active

Similarly the dominant reaction mechanism for the Pd1%
NCNT occurs on the oxo-hydroxo Pd nanoclusters leading to
H2O2 formation; however, in this case, we can observe that the
ORR onset was shifted to higher potential with respect to the
NCNT, and this contribution to the overall catalytic performance is actually characterized by an increased kinetic of ORR as
shown by the low Tafel slope. With other transition metals such
as Fe, a much better catalyst would have resulted, as the
peroxide formation would probably be unsupported.

electron transfer mediator or by increasing adsorption sites for
O2. Diﬀerently the immobilization of 0.3% Pd on the annealed
NCNT (Pd0.3%HT1300NCNT) is detrimental for the
catalytic activity. In fact the onset potential of ORR shifts to
lower potential value (0.75 V), indicating an increase of the
ORR overpotential.
The Tafel plots relative to the LV data in the kinetically
controlled region are shown in the inset in Figure 16, and
values are summarized in Table4. The presence of two slopes
for the Pd nanoparticles samples indicates that Pd introduces
an additional reaction pathway for ORR in addition to the
reaction path occurring on the NCNT. The single Tafel slopes
occurs for the NCNT and HT1300NCNT at high potential
(kinetically controlled region) and has a similar value of about
90 mV/dec.
In the case of Pd-containing samples the ﬁrst slope has a
value of 149 mV/dec for Pd1%NCNT and 196 mV/dec for
Pd0.3%HT1300NCNT. The initial high value of the Tafel
slope indicates a very slow process.
An additional slope can be considered for the Pd-containing
samples occurring at lower potential which has a value of 51
mV/dec for Pd1%NCNT, and a value of 89 mV/dec for the
Pd0.3%HT1300NCNT: the decrease of the Tafel slope
indicates an acceleration of the reaction which is especially
fast for the Pd1%NCNT. The Koutchy−Levich (KL) plots not
corrected for the non-ORR current,88 in Figure S11,S12, allow
determining approximately the number of electrons transferred
during the reaction.
The calculated values are also summarized in Table 4. It can
be seen that, while for both N-containing carbon nanotubes the
number of electrons approach a value of 4, which means a
dominant 4 e− transfer, the Pd-containing samples are
characterized by a value of 2.7. This means that the mechanism
for ORR changes by the addition of Pd to a dominant 2 e−
transfer mechanism leading to a prevalent H2O2 formation. We
can therefore conclude that the highly thermally stable N
species in the N-containing CNT gives rise to the 4 e−
mechanism of O2 reduction to H2O. Moreover, the N in
pyridine species contributes mainly to the capacitance behavior
as well as coordination center for Pd. The addition of Pd on the
HT1300NCNT is detrimental for the ORR kinetic due to the
blocking eﬀect of the coordinated Pd nanoparticles on the
highly thermally stable N species.

■

CONCLUSION

In this study, we have systematically investigated the nature of
the N species in NCNT synthesized by CCVD. By a combined
theoretical and experimental XPS and NEXAFS study of the N
1s core excitation, we provide a description of the high
thermally stable graphitic N, which is a 3-fold substitutional N
species. We have shown that the simple chemical system C−
N−Pd gave rise to a multitude of species with diﬀerent
chemical assignments. We have clariﬁed the nature of the
interactions of the N species on NCNTs with a metal center
such as Pd immobilized via impregnation and their implications
in three examples of catalytic reactions. Those results are
summarized in Table 5. Upon impregnation and sequential
thermal treatment at 200 °C in O2 and in H2, atomically
dispersed and clustered divalent Pd interacts through a partial
ionic character with the pyridinic N functional groups on the
NCNTS surface. For highly thermally treated NCNT
(HT1300NCNT), the wet impregnation of Pd leads to the
formation of metallic Pd nanoparticles electronically modiﬁed
by the interaction at the C surface. The results presented here
suggest that those species are stabilized covalently at the most
thermally stable 3-fold substitutional N.
The reported catalytic activity in CO oxidation in the
hydrogenation of phenyl acetylene and ORR allows drawing
some conclusions about the impact on the reactivity of the Pd/
NCNT system. Interestingly, in the CO oxidation, it was
possible to identify the graphitic N species as a more stable
hosting site for electronically modiﬁed Pd nanoparticles
responsible for the enhanced catalytic performance in oxidation
catalysis. For the hydrogenation reaction, high hydrogenation
ability is also required, for which the selectivity can be tuned by
site-blocking strategies. This indicates that for each application
the electronic structure of the active species need to be tailored
according to the concept of structure sensitivity. In the ORR,
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although small, the reactivity variation among the samples
investigated is of considerable importance because it shows
that, with the appropriate preparation, it is possible to devise a
very active electrocatalyst for ORR. Based on our results, an
optimal ORR catalyst should contain an active metal for ORR
species as subnanometer metal clusters coordinated at the
pyridinic N species together with the metal-free most thermally
stable N species. The present work has shown that both the
modiﬁcation of the support and the method of metal addition
are critical parameters that in combination can give a multitude
of species in the seemingly simple system. The use of a
structurally well-deﬁned form of reactive carbon has allowed
these insights with experimental and theoretical methods that
are hard to apply with the ill-deﬁned but much more popular
supports of defective forms of active carbon. The results
presented here should allow modifying active carbon in a
rational way using descriptors and may motivate the use of
today available CNT supports. N-functionalization of nanocarbon oﬀers this possibility.
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R. Surf. Sci. 2009, 603, 1784−1792.
(72) Teschner, D.; Borsodi, J.; Wootsch, A.; Revay, Z.; Havecker, M.;
Knop-Gericke, A.; Jackson, S. D.; Schlogl, R. Science 2008, 320, 86−89.
(73) Studt, F.; Abild-Pedersen, F.; Bligaard, T.; Sorensen, R. Z.;
Christensen, C. H.; Norskov, J. K. Science 2008, 320, 1320−1322.
(74) Pallassana, V.; Neurock, M. J. Catal. 2000, 191, 301−317.
(75) Garcia-Lastra, J. M.; Cook, P. L.; Himpsel, F. J.; Rubio, A. J.
Chem. Phys. 2010, 133, 151103(4).
(76) Blyholder, G. J. Phys. Chem. 1964, 68, 2772.
(77) Purans, J.; Fourest, B.; Cannes, C.; Sladkov, V.; David, F.;
Venault, L.; Lecomte, M. J. Phys. Chem. B 2005, 109, 11074−82.
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