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Abstract: Despite widespread agreement on the bene cial nature of hydrated lime (HL) addition
to asphalt concrete mixes, understanding of the effect of HL particle size is still limited. Previous
investigations have focused mainly on two different size comparisons, and so certain guidance for
a practical application cannot yet be produced. This study investigates three distinct sizes of HL,
in the range of regular, nano, and sub-nano scales, for their effects on the properties of modi ed
asphalt concretes. Five different percentages of HL as a partial replacement of ordinary limestone

ller in asphalt concrete mixes were studied for wearing course application purposes. Experimental
tests were conducted to evaluate the mechanical properties, including resistance to plastic ow,
volumetric properties, moisture susceptibility, resilient modulus, and permanent deformation. The
results revealed that a positive correlation exists between the mechanical properties and the neness
of HL particle sizes.

Keywords: asphalt concrete; hydrated lime; particle size; moisture susceptibility; resilient modulus;
permanent deformation

1. Introduction

The premature distress of exible pavements, in the form of permanent deformation,
fatigue cracking, and moisture damage, is a persistent issue worldwide, with consequential
costs to both road users’ safety and local economies. Using hydrated lime (HL), a reactive
mineral ller, to improve aggregate binding and matrix strength has been proven to be
an effective solution [1,2]. A life cycle cost analysis [3] showed that HL addition saved
approximately 20$ per ton on asphalt concrete, whilst increasing the expected service life
of the constructed pavement by 38%. Extensive research has reported the results of the
stiffening effect of HL on asphalt mixes [4 6] and improvement in fracture-, aging-, and
moisture-resistance of asphalt concretes with HL. addition [7 11]. Hydrated lime (also
known as calcium hydrate Ca(OH),) reacts with asphalt cement to generate a product of
polar components, which help them bond to the surfaces of aggregates and inhibit the
hydrophilic polar constituents in the asphalt cement from congregating on the surface of
aggregates [12]. In addition, the alkaline nature of HL can neutralize acids to prevent their
erosion of the aggregate surface. Moreover, the pozzolanic reactivity of HL can help to
remove deleterious agents [13].

Two methods have been adopted to add HL. to asphalt concrete. One is to add it
into asphalt cement before mixing with aggregate, while the other is to use it to treat the
aggregate before mixing with asphalt cement.

It is well known that the particle size and speci c surface area of additives have con-
siderable effects on the surface bonding and interfacial density between the asphalt paste
matrix and aggregate. Nano-particle llers, used as anti-stripping additives, have been
investigated for their bene cial effects on asphalt concrete because of their high speci ¢
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surface area [14 19]. A recent study compared the effects of two different types of llers,
CaCO3 and HL, at their conventional size and their nano-size in asphalt mixes. It found
that much less use of nano-HL ller generated comparable mechanical strength for the
mixes than using more normal-sized HL ller. However, in the case of CaCOs3, the effect
of the particle size difference was much less [20]. Nano-silica has also been compared
with HL, added to asphalt concrete. It has been found that nano-silica presented up to
10% improvements in tensile strength, fatigue resistance, and moisture susceptibility [14].
Another recent study comparing regular HL (r-HL) and nano-HL (n-HL) of the addition
in the range of 5 30% by the weight of bitumen indicated that up to 20% n-HL-modi ed
samples presented steady improvements in tensile strength under both dry and wet con-
ditions [21]. Using n-HL asphalt concrete also showed higher tensile strength under the
exposure conditions saturated by de-icing solutions than using normal lime ller [22].
There was also research that studied sub-nano-sized HL effects. A study of warm-mix
asphalt concrete, based on the statistical results of the measured tensile strength, showed no
signi cant differences in using sub-nano-HL (sn-HL) or regular HL (r-HL), although posi-
tive improvements were observed [23]. Other studies on hot mixed asphalt concrete found
that adding 1% of SNHL increased the tensile strength by roughly 10% compared with
that using r-HL [24,25]; moreover, 0.5% sn-HL addition obtained a similar anti-stripping
capability as that of 1% r-HL addition [24]. All these previous studies provide a quali-
tative suggestion that (i) HL, due to its active chemical reactivity, demonstrates a better
performance than other conventional additives; (ii) the size and speci c surface area of
mineral additives can interfere with the effects of the nature/type of the additives; and
(iii) both the particle size and the nature/type of the additives have disparate effects on
asphalt concrete performance-related properties. However, studies of the use of HL can
only provide limited qualitative guidance on particle size effects. More informative and
implementable quantitative guidance for real-world engineering practice still expects more
extensive, speci ¢, and serial experimental data to produce a comprehensive comparison
and reliable characterization.

To obtain more information about a wide range of size effects of HL particles on
modi ed asphalt concretes, this study was carried out to directly compare three ranges of
HL particle sizes for their effects on the mechanical properties of asphalt concrete, which
include resistance to plastic ow, volumetric properties, moisture susceptibility, resilient
modulus, and permanent deformation. Five percentages of HL as partial replacements of
ordinary limestone ller were investigated, and the asphalt concrete mixes were designed
for wearing course applications. A total of 128 specimens with different sizes and geome-
tries were prepared to cover the testing program of this research. Finally, a quantitative
characterization model was suggested to predict the HL particle size effect in terms of three
size ranges.

2. Materials
2.1. Raw Materials

The materials used in the study were assessed at rst to meet the speci cations for the
asphalt concrete wearing course application.

2.1.1. Asphalt Cement

The asphalt cement, supplied by Doura re nery in south-west Baghdad, Iraq, was
tested based on the requirement of the superpave performance grade. The results shown in
Table 1 satisfy the performance grade of PG 64-16.



Materials 2022, 15, 3715

30f18

Table 1. Physical properties of the asphalt cement.

. Speci cation
C(I?rllr(;ciit?(r) ] Parameters Test Temcp:)erature Meail;;ament (AASHTO
M320-05)
Flash Point, C - 298 230, min
Viscosity, Pa.s 135- 0.487 3, max
Original 58 3.3522
DSR, G/sin at .
' 64 2.020
10 rad/s, kPa 1.00, min
70 0.889 *
Mass Loss, % - 0.654 1%, max
RTFO DSR, G/sin at 58 4.1596
Aged 10 rad/s, kPa 64 3.1483 2.2, min
70 1.9809 *
; 28 4684
DSR, G.sin at 5000, max
PAV 10 rad/s, kPa 25 6477 *
Aged
BBR, Creep 6 134.0 300, max

Stiffness, mPa

* failed to satisfy the speci cation requirement.

2.1.2. Aggregate

The aggregate was crushed quartz obtained from the Amanat Baghdad asphalt con-
crete mix plant located in Taji, north of Baghdad, and originally sourced from the Al-Nibaie
quarry. The coarse and ne aggregates were sieved out and recombined for wearing course
applications following the speci cations of the State Corporation of Roads and Bridges [26].
Figure 1 shows the aggregate gradation curve. Routine tests were performed to evaluate
the physical properties of the aggregates, and the results are shown in Table 2.
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Figure 1. Aggregate gradation.
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Table 2. Physical properties of aggregates.

Property ASTM Design Test Results SCRB Speci cation
Coarse aggregate
Bulk speci c gravit 2.646 -
P - 9 y- Cc-127
Apparent speci c gravity 2.656 -
Water absorption (%) - 0.14 -
Percent wear py Los Angeles C-131 19.7 30 max
abrasion (%)
Soundness loss by sodium
sulfate solution (%) c-88 34 12 max
Flat and elongated (5:1) (%) D4791 4 10 max
Fractured pieces (%) D5821 97 90 min
Fine aggregate
Bulk speci c gravity 2.561 -
Apparent speci ¢ gravity C-128 2.612 -
Water absorption (%) 0.782 -
Sand equivalent (%) D2419 55 45 min
Clay lump and friable C-142 13 3 max.

particles (%)

2.1.3. Filler

A control mix was prepared using limestone dust, which passed sieve No. 200
(0.075 mm) for mineral ller, at a content of 7% by the total aggregate weight. This content
was at the midpoint of the range for type I11A mixes for wearing course applications set by
the SCRB speci cation. Five mixes were prepared using hydrated lime to partially replace
the limestone dust using 1.0, 1.5, 2, 2.5, and 3% of the total aggregate weight. The chemical
and physical properties of the limestone dust obtained from a local factory are listed in
Table 3.

Table 3. Properties of the limestone dust used for mineral ller.

Chemical Composition, %

CaO SiO; Al,O3 MgO Fe,O3 SO3 L.O.I
29 10 6 16 1 0.12 37
Physical Properties
Speci ¢ Gravity Surface Area * (m2/kg) Passing Sieve No. 200 (0.075) %

2.84 247 95

* Blain air permeability method (ASTM C204).

Three types of HL were used in this study. A Brookhaven 90 plus instrument was used
to apply the Dynamic Light Scattering (DLS) technique to measure HL particle size. Before
measuring, HL particles were agitated for 1 min by sonication in deionized water. Figure 2
shows the DLS results for three types of HL, which are regular (r-HL), sub-nano (sn-HL),
and nano (n-HL), of average particle sizes 2795 nm, 870 nm, and 93.4 nm, respectively.
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Figure 2. The HL particle size distribution measured by DSL.

All three types of HL were examined using Atomic Force Microscopy (AFM) to assess
the surface roughness/topography. The results in Figure 3 show that n-HL had a more
uneven surface than did sn-HL and r-HL. The n-HL had the highest surface area to volume
ratio (85.5) compared to r-HL (5.41) and sn-HL (26.2). The mean roughness of the r-HL,
sn-HL, and n-HL were 43.8 nm, 17.4 nm, and 5.42 nm, respectively.

Figure 3. The roughness/topography of three types of HL measured by AFM (a) r-HL (b) sn-HL,
(c) n-HL.

Scanning Electron Microscopy (SEM) provided extra information on the physical
con gurations and sizes of the HL particles. The SEM images in Figure 4 show the
differences in particle size for the three types of HL. The r-HL particles presented an
angular shape. The ne particles of the sn-HL tended to agglomerate in the form of a
polycrystalline structure. The ultra ne particles of the n-HL examined at two magni cation
levels presented an irregular shape in a polycrystalline form due to particle agglomeration.

x v S8 1 ] g
SEM HV: 10.0 kV Det: SE SEM HV: 20.0 kV Det: SE

SEM MAG: 2.00 kx  Date(m/dly): 12/01/19 20 pm SEM MAG: 2.00 kx Date(m/dly): 12/01/19 20 ym

Figure 4. Cont.
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(c) (d)
Figure 4. SEM images of the HL particles at 2K . (a) r-HL, (b) sn-HL, (c) n-HL and (d) n-HL at 20K .

Table 4 lists the chemical composition of the hydrated lime material used in the lime
factory to produce the three types of HL based on grain size by grinding into different levels.

Table 4. Chemical properties of hydrated lime.

Chemical Composition, %
CaO SiOQ A|203 MgO F6203 503 L.O.l
69.5 1.0 - 2.0 - 150 26

2.2. HL Addition

The control mix used only limestone dust as the mineral ller, which was 7% of the
total weight of the aggregate. Five other mixes were prepared with partial replacement of
the lime dust using HL of 1.0, 1.5, 2.0, 2.5, and 3.0% of the total weight of the aggregate.
The quanti ed HL was added to the mixes in the form of a slurry, which was prepared by
mixing with 500 mL of water using a shear mixer at 3600 rpm for 10 min. Thereafter, the
slurry was poured into the aggregate in a pan and was left for 2 min to blend with and
soak the aggregate. The marinated aggregate was then put into an oven at a controlled
temperature of 110 C for 24 h before being used to make asphalt concrete mixes, from
which experimental samples were cast. The above-mentioned addition protocol was
adopted previously [27,28].

3. Experimental Tests

Asphalt concrete mixes were prepared with the optimum asphalt content obtained
by Marshall properties, stability and ow, air content, density, voids in mineral aggregate
(VMA), and voids lled with asphalt (VFA). The optimum asphalt content took a value
determined for the r-HL in a previous study (Ahmed, 2013) and was adopted for all the
mixes in this study. The aggregate (prepared with or without HL) was rst heated in a
bowl at 150 C for 6 h. At the same time, asphalt cement was also heated separately under
a controlled temperature of 155 C for 2 h to achieve a viscosity of 170 c.St according to
Figure 5. Thereafter, they were thoroughly mixed for two minutes at 155 C, and then the
mixture was poured into cylindrical molds and transferred into an oven at a controlled
temperature of 146 C, a temperature for compaction, at a viscosity of 280 c¢.St, for 10 min.
The cylindrical molds were of two different sizes. The rst was 101.6 mm in diameter
and 76.2 mm in height to make the specimens for the Marshall test and indirect splitting
tensile test (specimen height 63.5 mm). The second was of the same diameter but 254 mm
in height to make the specimens for the resilient modulus and permanent deformation tests
(specimen height 203.2 mm).
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Figure 5. Viscosity temperature chart of PG 64-16.

3.1. Marshall Properties

The resistance to plastic ow of the specimens was conducted via a Marshall apparatus
following the ASTM (D6927-15) procedure. Marshall stability is the maximum load the
specimen can withstand before failure. Marshall ow is the total vertical plastic deformation
of the specimen during the test. In addition, the air content and void content in a mineral
aggregate can also be obtained from the test according to the bulk speci c¢ gravity of
specimens (ASTM-D2726-04) and the theoretical speci c gravity of the loose mixes (ASTM-
D2041-11). Specimens in the cylindrical molds were compacted at each end with 75 blows,
which simulated the exposure to high traf ¢ conditions (>10 ESAL). Thereafter, they were
de-molded and immersed in water for 30 to 40 minutes at 60 C before the Marshall tests.
Each test was conducted in triplicate.

3.2. Indirect Splitting Tensile Strength

The moisture susceptibility of the asphalt concrete mixtures was evaluated following
ASTM D 4867-14 for indirect tensile strength (ITS). The specimens of each mix were pre-
pared following the Marshall procedure and compacted at both ends to achieve
7 1% air void content. Six specimens were made for each mix. They were then split into
two groups; three as the control were tested directly at 25 C, while the other three (called
conditioned) were subjected to a cycle of freezing and thawing exposureat 18 2 C
for 16 h followed by another 24 hat60 1 C before conducting the tensile testat 25 C.
The indirect splitting tensile test applied a compressive load along the diametral axis of
the cylindrical specimens at a rate of 50.8 mm/min. The tensile strength (ITS) and tensile
strength ratio (TSR) were calculated in terms of Equations (1) and (2).

2P
ITS= = 1
S D 1)
_ITS,
TSR = TS, 2

where P is the ultimate applied load, t is the thickness of specimens, D is the diameter,
and ITS; and ITSy are the tensile strength of the conditioned and control specimens (dry),
respectively.

3.3. Uniaxial Compressive Deformation and Resilient Modulus

Uniaxial compressive tests were conducted using the pneumatic loading system, as
shown in Figure 6. A repetitive load was applied in the form of a rectangular wave of a
constant frequency of 1 Hz, giving a compressive stress of 0.137 MPa for 0.1 s followed by a
rest without load for 0.9 s. Two series of tests were conducted at a controlled temperature
of 40 C to measure permanent deformation and a normal temperature of 20 C to measure



Materials 2022, 15, 3715

8 of 18

resilient modulus. Full information on specimen preparation for these tests was reported
earlier [29].

Figure 6. The uniaxial repeated loading test.

The permanent strain (*'p) was calculated according to the recorded permanent axial
deformation and Equation (3):

w _ Ppg 10°

e ®3)

where pq is the measured axial permanent deformation, and h is the original height of the

specimens. In the tests, resilient de ection was measured at the 50 100 cycle repetition.

The corresponding resilient strain, #, and resilient modulus, M, were calculated using

Equations (4) and (5):
rq 108
#= 4 - (4

h
S
r

M, ®)
where ry is the axial resilient de ection, h is specimen height, and s is axial stress. The
measured relationship between the number of load repetitions and the nal permanent
strain was represented using Equation (6) [30,31], presenting a log-log scale linear trend.

"o = aNP (6)

where N is the number of load repetitions, and a and b are intercept and slope coef cients,
respectively.

4. Results and Discussion
4.1. The HL Size Effect on Marshall Properties

Detailed results of the measured Marshall properties are shown in Supplementary,
Table S1. Figure 7 compares the Marshall stability, which shows that the optimum HL
contents were 2% for r-HL but 2.5% each for sn-HL and n-HL. Compared to the control mix,
the optimum Marshall stability was improved by 18% using r-HL, 25% using sn-HL, and
28% using n-HL. The improvement rate was higher for the n-HL as compared to sn-HL and



Materials 2022, 15, 3715

90f 18

r-HL. For each 1 percent increase in HL content, the rate was 1.28 kN for the n-HL, whereas
for the sn-HL and r-HL it was 1.15 and 1.06 kN, respectively. The maximum stability was
obtained using n-HL due to its high surface area to volume ratio, which not only increased
the stiffness of the asphalt binder but also the cohesion force between the aggregate by
enhanced in Itration into the aggregate pores.

Figure 7. Marshall stability vs. HL type and content.

Figure 8 illustrates the comparison of the Marshall ow results. It can be clearly seen
that the ner particle size of the HL, the smaller the Marshall ow measured. The particle
size effect had a direct correlation with the HL content. The higher the HL content, the
higher the effect of particle size of HL, i.e., the effect of n-HL was highly pronounced at
high HL content. The opposite effect of the n-HL and sn-HL content in the Marshall ow
as compared to the r-HL could be attributed to the superior ability of the ultra ne and

ne particles of the n-HL and sn-HL, respectively, to stiffen the asphalt concrete mixes and
hence to decrease the ow values, but within the speci cation limits of the Marshall ow
values (2 4 m).

Figure 8. Comparison of Marshall ow.

Figure 9 illustrates the comparison of density variation. The n-HL had the highest
density when HL content started from 1.5%, and its maximum was at the HL of 2%. A
general trend is that the ner the HL particles, the higher the density and higher the HL
content for mixes at their respective maximum density.
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Figure 9. Comparison of density.

Figure 10 compares the air void content. Both sn-HL and n-HL had their respective
least air content at 2% HL content. In general, the ner the HL particles, the lower the air
content, up to 2.5%. The results highlight a high level of compaction required by the mixes
of high HL content.

Figure 10. Comparison of air voids.

Figure 11 compares the VMA values for different types and contents of HL It shows
that n-HL had the lowest VMA when HL content started from 1.5%. A high HL content,
starting from 2.5%, generated a high VMA, which re ects the need for a high level of
compaction in pavement applications.

Figure 11. Comparison of VMA.
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Figure 12 compares the percentage of the lled voids in the mineral aggregate by
asphalt binder (VFA). It shows that when the content of n-HL and sn-HL was more than
2%, VFA started to decrease, which indicated that high HL content reduced the ef ciency
of the penetration into the micropores of aggregate because of the increased stiffness of the
binder. For r-HL, the VFA was generally lower than the control mix. The highest VFA was
at 2% of n-HL or sn-HL, whereas for the r-HL, it was at 2.5%.

Figure 12. Comparison of VFA.

In general, using small HL particles will enhance the Marshall properties of asphalt
concrete. The results of this study suggest that the optimum usage of the sn-HL and n-HL
is in the range of 2~2.5% in terms of the three key bene ts on Marshall stability, Marshall

ow, and volumetric properties. The matter which re ects the ef cient role of the ne
HL types (n-HL and sn-HL) is that they play an important role in extending the stiffness
of the mastic (combination of asphalt cement and ller) and effectively Iling the voids
within stone skeleton of the mixture, resulting in high Marshall stability. Although a high
replacement rate of HL may require a high compaction effort (as the VMA value is high), it
was lower, however, in the case of n-HL and sn-HL in comparison with r-HL due to the
tiny nature of n-HL and sn-HL.

4.2. The HL Size Effect on Tensile Strength and Moisture Susceptibility

Figure 13 compares the tensile strength of the control samples without moisture
exposure (dry). The measurement data are listed in Supplementary Table S2. Figure 13
shows that the n-HL mix had the highest tensile strength at 1.5% HL content. Compared to
the specimens using no HL, the r-HL, sn-HL, and n-HL specimens showed an improvement
in the average value of splitting tensile strength by 14.6, 30.4, and 31.6 percent, respectively.

Figure 13. The dry tensile strength of the samples in the moisture susceptibility tests.
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Figure 14 compares the calculated TSR It can be seen that the use of HL improved the
moisture susceptibility in general, and a positive correlation with particle size could be
observed until 2% HL content for sn-HL and n-HL, and 2.5% for r-HL. As the minimum
acceptable TSR is 80%, the use of HL satis ed the speci cation requirement. The maximum
gain in TSR was 18.5% at 2% n-HL in comparison with the control mix (no hydrated
lime). The improvement in moisture susceptibility was because HL particles could be
ef ciently combined with the viscous components exposed to oxidative aging and thus
help to reduce the process under moisture exposure. Conversely, HL particles are involved
in the cation exchange in agglomeration and pozzolanic reactions in asphalt mixtures; their
products have a less hydrophilic nature, which also helps reduce the moisture susceptibility
of asphalt concrete [32 34]. The current study con rmed that a small particle size will
enhance this capability but only for certain proportions. In particular, the high ratio of
surface area to volume of n-HL particles promoted the degree of cation exchange reactions
and consequently the hydrophobic bene t.

Figure 14. The indirect tensile strength ratio.

4.3. The HL Size Effect on Resilient Modulus (Mr)

Figure 15 compares the data in Supplementary Table S3. It can be seen that a direct
correlation existed between the resilient modulus, proportion of HL addition, and particle
size. In general, Mr increased with HL addition and a decrease of the HL particle size.
Compared to the control mix without HL, the use of n-HL, sn-HL, and r-HL resulted in an
increase of Mr by approximately 20%, 17%, and 9%, respectively, per 0.5% addition, up to
2%. Reduced improvements continues to occur up to 3% HL content. This result agrees
with the basic mechanisms of materials and asphalt rheology. Under axial compressive
loading, tensile stress existed in the transverse direction at the mid height of the specimens.
As aggregate particles were unable to carry the tensile force, the strength of the asphalt
concrete primarily depended upon the cohesion of the asphalt cement. The ultra- ne HL
particles increased the cohesion and stiffness of the asphalt matrix and resulted in the
effective increase of the resilient modulus.
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Figure 15. Comparison of the resilient modulus.

4.4. The HL Size Effect on Permanent Deformation

Figure 16 shows the test results of the permanent deformation measurement under
uniaxial repetitive load (plotted on a log log scale). Using Equation (6) to represent the
relationship, two parameters, i.e., intercept and slope, are related to the permanent defor-
mation potential of the material. Figure 17 compares the slope and intercept parameters
of the tting lines. The results indicate that HL addition in general improved the rutting
resistance of asphalt concrete. Using nano-sized particles produced the highest improve-
ment, and at an HL content of 2%, the lowest values of the slope and intercept at 2% n-HL
were much lower than the optimum values of the r-HL at 2.5%. It can be shown that at 2%
NHL, the permanent strain at 10,000 load repetitions was about 546 micro-strain, which
was 43.7% and 36.7% lower than that of the r-HL and sn-HL at their optimum content of
2.5% (Table 5). Overall, compared to the control mix without HL addition, the average
improvement on the permanent strain at 10,000 load repetitions was approximately 71.3,
73.5, and 78.9 micro-strain, respectively, for the use of r-HL, sn-HL, and n-HL. The above
results revealed the superior role of the nest HL type in producing a high stiffness asphalt
concrete and increasing stone stone contact, which resulted in ef cient distribution as well
as reduction in the stresses and strains in the pavement structure created by traf ¢ loading,
consequently reducing the possibility of a high temperature rutting mode of failure.

(@ (b)

Figure 16. Cont.
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Figure 16. Comparison of the permanent deformation. (a) r-HlI, (b) sn-HL and (c) n-HL.

Figure 17. Comparison of the permanent deformation parameters, intercept and slope.

Table 5. Permanent micro-strain ("'p) at 10,000 load repetitions.

HL Content, %

0 1.0 1.5 2.0 2.5 3.0
r-HL 2364 1617 1051 970 1364
HL type sn-HL 5130 2098 1585 1183 863 1075
n-HL 1592 1099 546 911 1263

To summarize the experimental tests, and to assist practitioners in making decisions
about deploying hydrated lime in asphaltic concrete, Figure 18 compares the physical
properties of the HL particles, and Figures 19 and 20 compare the measured properties
at 2.0 and 2.5% addition of the three types of HL The Gaussian formula (Equation (7)) is
suggested to quantify the HL particle size effect on the two key mechanical properties in
Figure 20. Table 6 lists the three tting parameter values.

X 2
y=ae (<) 7
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Figure 18. The physical properties of HL particles.

Figure 19. Marshall Properties at 2.0 and 2.5% HL.

Figure 20. Gaussian characterization of tensile strength and resilient modulus at 2.0 and 2.5% HL.

Table 6. The tting data of the Gaussian formula.

Mix Property a b c
ITSq 1183 1195 3552
2% HL ITS, 1094 1081 3773
Mr 2073 3664 1.293 10*
ITSq 1174 2518 1.118 104
2.5% HL ITSc 1077 2665 1.206 10%
Mr 1934 244.2 6462

5. Conclusions

From the experimental study, the following conclusions can be drawn:
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1.  The surface to volume ratio of the hydrated lime particles increases from regular size
to the nano level, and, conversely, their roughness decreases.

2. A positive correlation exists between several asphalt concrete mechanical properties
and the neness of hydrated lime particles.

3. Using sub-nano-hydrated lime and nano-hydrated lime generates an optimum im-
provement on the Marshall properties and volumetric properties of the modi ed
asphalt concrete at a content in 2~2.5%.

4.  The resilient modulus increases with HL addition, and decrease of the HL particle
size. Up to 2% HL, the improvement rate are +250, +218.5 and +118 mPa for each
0.5 percent addition of n-HL, sn-HL and r-HL, respectively.

5. When subjected to a repetitive loading, nano-hydrated lime asphalt concrete demon-
strates the best rutting resistance performance with an optimum content at 2%. The
sub-nano-hydrated lime mix shows a much higher deformation starting from initial
load up to 10,000 repetitions, and its optimum content is 2.5%.

6.  The sub-nano-hydrated lime mix shows the best improvement in moisture suscepti-
bility at 2% content, but this is marginal compared to nano-hydrated lime concrete. So
overall, 2~2.5% replacement of the conventional mineral ller using nano-hydrated
lime is proposed to be the optimum mix for the surface wearing course, from this
study.

7. A Gaussian characterization model well represents the HL size effect on asphalt
concrete major mechanical properties. The model can be used in practice for pavement
material and structural design for to optimize the targeted applications and cost.

6. Recommendations for Future Research

Based on the ndings of this study, further studies are recommended to consider the
following:

1.  The content and size effect of HL on the fatigue mode of failure for asphalt concrete;
2.  Life cycle cost analysis of the hot mix asphalt wearing course considering the content
and size effect of HL.

Supplementary Materials: The following supporting information can be downloaded at: https:
//www.mdpi.com/article/10.3390/mal15103715/s1, Table S1: Marshall property measurement;
Table S2: The indirect tensile strength with and without moisture exposure; Table S3: Results of the
resilient modulus (Mr) tests.

Author Contributions: Conceptualization, A.A. and Y.W.; methodology, J.H.; validation, J.H.; formal
analysis, Y.W.; investigation, Y.W. and A.A.; resources, A.A.; data curation, Y.W.; writing original
draft preparation, A.A.; writing review and editing, Y.W.; visualization, J.H.; supervision, Y.W.;
project administration, A.A.; funding acquisition, A.A. All authors have read and agreed to the
published version of the manuscript.

Funding: This research received no external funding.
Institutional Review Board Statement: Not applicable.
Informed Consent Statement: Not applicable.

Data Availability Statement: The raw data required to reproduce these ndings are available in the
Supplementary Materials.

Con icts of Interest: The authors declare no con ict of interest.

1. Preti, F.; Accardo, C.; Gouveia, B.C.; Romeo, E.; Tebaldi, G. In uence of high-surface-area hydrated lime on cracking performance
of open-graded asphalt mixtures. Road Mat. Pavement Des. 2021, 22, 2654 2660. [CrossRef]

2. Lesueur, D; Petit, J.; Ritter, H.J. The mechanisms of hydrated lime modi cation of asphalt mixtures: A state-of-the-art review.
Road Mat. Pavement Des. 2013, 14, 1 16. [CrossRef]


https://www.mdpi.com/article/10.3390/ma15103715/s1
https://www.mdpi.com/article/10.3390/ma15103715/s1
http://doi.org/10.1080/14680629.2020.1808522
http://doi.org/10.1080/14680629.2012.743669

Materials 2022, 15, 3715 17 of 18

10.

11.

12.

13.

14.

15.

16.

17.

18.

19.

20.

21.

22.

23.

24.

25.

26.

217.

28.

29.

30.

31.

Sebaaly, P.E.; Little, D.N.; Epps, J.A. The Bene ts of Hydrated Lime in Hot Mix Asphalt; Report Prepared for the National Lime

Association, National Lime Associate: Arlington, VA, USA, 2006.

Iwanski, M.M. Effect of Hydrated Lime on Indirect Tensile Stiffness Modulus of Asphalt Concrete Produced in Half-Warm Mix

Technology. Materials 2020, 13, 4731. [CrossRef] [PubMed]

Kakade, V.B.; Reddy, M.A.; Reddy, K.S. Rutting performance of hydrated lime modi ed bituminous mixes. Constr. Build. Mater.

2018, 186, 1 10. [CrossRef]

Seng |, C.E.; Ayyildiz, D.; Iskender, E.; Aksoy, A. The Effect of Hydrated Lime Mixing Forms and Ratios on Performance in

Asphalt Pavements. Tek. Dergi 2022, 33. [CrossRef]

Al-Tameemi, A.F.; Wang, Y.; Albayati, A. Experimental study of the performance related properties of asphalt concrete modi ed

with hydrated lime. J. Mater. Civ. Eng. 2016, 28, 04015185. [CrossRef]

Al-Tameemi, A.F.; Wang, Y.; Albayati, A.; Haynes, J. Moisture Susceptibility and Fatigue Performance of Hydrated Lime Modi ed

Asphalt Concrete: Experiment and Design Application Case Study. J. Mater. Civ. Eng. 2019, 31, 04019019. [CrossRef]

Zou, J.; Isola, M.; Roque, R.; Chun, S.; Koh, C.; Lopp, G. Effect of hydrated lime on fracture performance of asphalt mixture.

Constr. Build. Mater. 2013, 44, 302 308. [CrossRef]

Kim, S.; Shen, J,; Lee, S.; Kim, Y.; Kim, K.W. Examination of physical property degradation due to severe short-term ageing and

effect of hydrated lime as antioxidant in asphalt mixture. Road Mater. Pavement Des. 2019, 20, 1638 1652. [CrossRef]

Albayati, A.H. Mechanistic evaluation of lime-modi ed asphalt concrete mixtures. In RILEM International Conference on Cracking

in Pavements, 7th ed.; Springer: Dordrecht, The Netherlands, 2012; pp. 921 940.

McGennis, R.B.; Kennedy, T.W.; Machemehl, R.B. Stripping and Moisture Damage in Asphalt Mixtures; No. FHWA-TX-85-55+ 253-1

Interim Report; Transportation Research Board: Washington, DC, USA, 1984.

Epps, J.; Berger, E.; Anagnos, J.N. Treatments in Moisture Sensitivity of Asphalt Pavements; Transportation Research Board: Washing-

ton, DC, USA, 2003.

Taherkhani, H.; Tajdini, M. Comparing the effects of nano-silica and hydrated lime on the properties of asphalt concrete. Constr.

Build. Mater. 2019, 218, 308 315. [CrossRef]

Guo, W.; Guo, X.; Sun, M.; Dai, W. Evaluation of the durability and the property of an asphalt concrete with nano hydrophobic

silane silica in spring-thawing season. Appl. Sci. 2018, 8, 1475. [CrossRef]

Kavussi, A.; Barghabany, P. Investigating fatigue behavior of nanoclay and nanohydrated lime modi ed bitumen using LAS test.

J. Mater. Civ. Eng. 2016, 28, 04015136. [CrossRef]

Kavussi, A.; Barghabani, P. The in uence of nano materials on moisture resistance of asphalt mixes. Study Civ. Eng. Archit. 2014,

3,36 40.

Ameri, M.; Kouchaki, S.; Roshani, H. Laboratory evaluation of the effect of nanoorganosilane anti-stripping additive on the

moisture susceptibility of HMA mixtures under freeze-thaw cycles. Constr. Build. Mater. 2013, 48, 1009 1016. [CrossRef]

Hassan, Z.; Hassan, D.; Rezvan, B.; Ali, A. In uence of bentonite additive on bitumen and asphalt mixture properties. World Acad.

Sci. Eng. Technol. 2012, 6, 1534 1539.

Razavi, S.H.; Kavussi, A. The role of nanomaterials in reducing moisture damage of asphalt mixes. Constr. Build. Mater. 2020, 239,

117827. [CrossRef]

Al-Mara , M.N. Effects of Hydrated Lime on Moisture Susceptibility of Asphalt Concrete. Adv. Sci. Technol. Res. J. 2021, 15, 13 17.

[CrossRef]

Behbahani, H.; Hamedi, G.H. Gilani, VNM Predictive model of modi ed asphalt mixtures with nano hydrated lime to increase

resistance to moisture and fatigue damages by the use of deicing agents. Constr. Build. Mater. 2020, 265, 120353. [CrossRef]

Cheng, J,; Shen, J.; Xiao, F. Moisture Susceptibility of Warm-Mix Asphalt Mixtures Containing Nanosized Hydrated Lime. J.

Mater. Civ. Eng. 2011, 23, 1552 1559. [CrossRef]

Shen, J.N.; Xie, Z.X.; Xiao, F.P.; Fan, W.Z. Evaluations of nano-sized hydrated lime on the moisture susceptibility of hot mix

asphalt mixtures. Appl. Mech. Mater. 2012, 174, 82 90. [CrossRef]

Huang, B.; Shu, X.; Dong, Q.; Shen, J. Laboratory evaluation of moisture susceptibility of hot-mix asphalt containing cementitious
llers. J. Mater. Civ. Eng. 2010, 22, 667 673. [CrossRef]

SCRB/R9; General Speci cation for Roads and Bridges, Section R/9, Hot-Mix Asphalt Concrete Pavement, Revised Edition. State

Corporation of Roads and Bridges, Ministry of Housing and Construction: Baghdad, Iraq, 2003.

Ahmed, M.M. Effect of Lime on Performance Related Properties of Asphalt Concrete Mixture. Master’s Thesis, University of

Baghdad, Baghdad, Iraq, 2013.

Albayati, A.; Wang, Y.; Wang, Y.; Haynes, J. A sustainable pavement concrete using warm mix asphalt and hydrated lime treated

recycled concrete aggregates. Sustain. Mater. Technol. 2018, 18, e00081. [CrossRef]

Albayati, A.H. Permanent Deformation Prediction of Asphalt Concrete Under Repeated Loading. Master’s Thesis, University of

Baghdad, Baghdad, Irag, 2006.

Barksdale, R.D. Laboratory evaluation of rutting in base course materials. In Proceedings of the Third International Conference

on the Structural Design of Asphalt Pavements, Grosvenor House, Park Lane, London, UK, 11 15 September 1972.

Monismith, C.L.; Ogawa, N.; Freeme, C.R. Permanent deformation characteristics of subgrade soils due to repeated loading. In

Proceedings of the 54th Annual Meeting of the Transportation Research Record, Washington, DC, USA, 13 17 January 1975.


http://doi.org/10.3390/ma13214731
http://www.ncbi.nlm.nih.gov/pubmed/33113972
http://doi.org/10.1016/j.conbuildmat.2018.07.009
http://doi.org/10.18400/tekderg.902668
http://doi.org/10.1061/(ASCE)MT.1943-5533.0001474
http://doi.org/10.1061/(ASCE)MT.1943-5533.0002634
http://doi.org/10.1016/j.conbuildmat.2013.03.019
http://doi.org/10.1080/14680629.2018.1473281
http://doi.org/10.1016/j.conbuildmat.2019.05.116
http://doi.org/10.3390/app8091475
http://doi.org/10.1061/(ASCE)MT.1943-5533.0001376
http://doi.org/10.1016/j.conbuildmat.2013.07.030
http://doi.org/10.1016/j.conbuildmat.2019.117827
http://doi.org/10.12913/22998624/135585
http://doi.org/10.1016/j.conbuildmat.2020.120353
http://doi.org/10.1061/(ASCE)MT.1943-5533.0000308
http://doi.org/10.4028/www.scientific.net/AMM.174-177.82
http://doi.org/10.1061/(ASCE)MT.1943-5533.0000064
http://doi.org/10.1016/j.susmat.2018.e00081

Materials 2022, 15, 3715 18 of 18

32.

33.
34.

Johansson, L.S. Bitumen Ageing and Hydrated Lime; TRITA-IP FR, Issue Number: 98-38; Kungliga Tekniska Hoegskolan, Institutio-
nen Foer Infrastruktur Och Lanering: Stockholm, Sweden, 2000.
Albayati, A.H. Performance evaluation of plant produced warm mix asphalt. J. Eng. 2018, 24, 145 164. [CrossRef]

Albayati, A.H.; Mohammed, A.M. Effect of Lime Addition Methods on Performance Related Properties of Asphalt Concrete
Mixture. J. Eng. 2016, 22, 1 20.


http://doi.org/10.31026/j.eng.2018.05.10

	Introduction 
	Materials 
	Raw Materials 
	HL Addition 

	Experimental Tests 

